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ﬂE Sintering metal specification
e 1. Minimum Density 4.3g/cm”
~ 2. Maximum Pore size 100 #m
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) Resin filling
oF Material = ThreeBond 2270J Stad
] Manufacturer ¢ ThreeBond Co, Ltd. . :
- COT : -H0T~+125T Material : Stainless steel
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—— Iner capacity : 3.Jem’ A-A section
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